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OD Tebal L (mm) Produksi
Final 

Barepipe
Varnish Layer 1 Layer 2 Final

232 232 224 114 55 55 27 0
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TOTAL

 PT. ADHI KARYA ( PERSERO ) TBK

 Proyek EPCC Jetty dan Polytama Balongan

ASTM A252 GR.2

No WO

Dimension

Qty

PROSES BAREPIPE External Coating

KIRIM

813,0 18,00                  30.000 64 64 64 62 0

813,0 18,00                  27.000 52 52 52 52 0

813,0 18,00                  27.500 48 48 47 5 5 0 0

813,0 18,00                  19.500 16 16 16 14 14 9 0

813,0 18,00                  19.000 36 36 30 22 22 6 0

813,0 18,00                  17.000 16 16 15 14 14 12 0


